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: هلاقم 	 هصلاخ
PET	carboxyl	end	groups	number	can	be	used	to	identify	the	polymers	properties.It	also	can	be	used	to	predication
the	thermal	degradation	of	polymer	in	the	polymerizationprocess,	polymer	average	molecular	weight	estimation	and
the	polymerization	processcontrol.	Attempt	has	been	made	in	this	research	to	present	the	safe	and	accurate	method

.forcalculating	the	PET	carboxyl	end	group	concentration
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